
Anti-glare Windows (AG-Glass)
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• Thickness of float glass substrate: 1.1mm, 1.8mm, 2.0mm, 3.0mm, 4.0mm

• Thickness of low-iron glass
substrate:

2.0mm, 3.0mm, 4.0mm

• Roughness: 0.15, 0.12, 0.09, 0.07, 0.05

• Gloss: 35, 50, 70, 95, 110
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